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REG S/ RepOrt NO ..o, : WTF24H06141708C
FEFETT/ Applicant ..., LR T L A PR A
Yixing Haiyan Plastic Products Co., Ltd
Mtk AAress ... C RN A T AE R X JE X/ North District of Industrial
Concentration Zone in Wanshi Town, Yixing City
FESA BRI Sample Name ..o, © JZ-NL-140
JZ-NL-120
KBRS Test Requested ........cceevveeeeeee. D BRI TSA 94/62/EC K HABITIE4 2005/20/EC s +—

oy, REEA PR R R, NSRS . [ Determine
the Lead, Cadmium, Mercury and Hexavalent Chromium
content in the sample with reference to European Directive
94/62/EC — Article 11 and its amendment 2005/20/EC.

W45/ Test ConcluSion ......c.eecveveann. . &% PASS

R H #/ Date of Receipt sample..... . 2024-06-18

M/ Testing period .....ocovveeeencene, © 2024-06-18 ~ 2024-06-21

5 HH/ Date of Issue......ccocevveeieiennee, : 2024-06-22

R Z5 5 Test ReSUlt ..., © 23R4 T 7/ Refer to next page (s)

w4 #H11E/ Prepared By:
BIYITHLEAR ARG R A
Shenzhen Hongcai Testing Technology Co., Ltd.
ik TR VRIS X AT E BT A A X 3R B  30-9 5 1 )2, 2 2. 32 (RETOLE B #) 55)
Address: Building B,Tianji Industrial Park,Floor 1&2&3 N0.30-9 Laiyin Road, Xinsheng Community, Longgang
Street, Longgang District,Shenzhen,Guangdong,China
115/ Tel:+86-755-84616666/400-0066-989 347/ E-mail:service@hct-test.com
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Ltd.
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K45 B/ Test Result(s):

T 7 1M 4% Test Method/Equipment: |IEC 62321-5:2013,IEC 62321-4:2013+AMD1:2017,IEC 62321-7-2:2017;
ICP-OES,UV-VIS

.45 4% 5/ Report No.: WTF24H06141708C

BRI E Bfr | FERHR Z3 Result(s) PR
Test Item(s) Unit MDL 1 3 Limit
#r Lead(Pb) mg/kg 2 ND ND —
% Cadmium(Cd) mg/kg 2 ND ND —
7k Mercury(Hg) mg/kg 2 ND ND —
M4 Hexavalent Chromium(Cr(V1)) mg/kg 8 ND ND —
B, B K. ANIMEEZ R Total [Pb + Cd + H
iy B K. S F [ g ma/kg B \D \D 100
+Cr (VI)]
#&¥E/ Note:

SEFRCIES, 48, ok, PERE5E4 M. / The sample(s) had been dissolved totally tested for
Lead,Cadmium,Mercury.

mg/kg (Z7 T 7)) = ppm (H /5% 2) mg/kg (milligram per kilogram) = ppm (parts per million)

ND=#% i/ ND=Not Detected

MDL=Method Detection Limit

25 R IR N ND ANk N A5 . / Results shown as ND are ignored in the sum calculation.

WREE R, R IR E RS (BB67) . / As specified by client, only test the designated sample.

R A (Cn & &S “ND” , IIZSIAS(CrvV) & E 2 “ND” , AFHEEIT S (Crv) iR, #%5(Cr)
R SR (CrV) TR R, T AT SR (Cr(VID) A EIR . / The detected Chromium (Cr) content
is "ND", therefore, the Hexavalent Chromium (Cr (V1)) content is "ND", No need for validation test of the Hexavalent
Chromium (Cr (VI)). If Chromium (Cr) content exceeds Hexavalent Chromium (Cr (V1)) method detection limit,
Validation test of the Hexavalent Chromium (Cr (VI)) is required.

¥t #5R/ Sample Description:

FF5 | HCT B4 ID ) R R #HE
No. | HCT Sample ID Test Part Description Note
WTF24H06141702C~1 Black/golden/green
1 1| B e ackigoldeniare .
711C.1 printed orange fiber
WTF24H06141702C~1 Black/golden/green
3 3| WG E LT AcKigoIeenigre i/ Same 1
711C.3 printed orange fiber
%£¥E/ Note:

o=SLRA B i/ e=Actual tested sample

"= N % RE S SERR R IR O A BT, R ./ "Same” = It means that the sample and the actual tested sample
are of the same material and have not been tested.

HRAE 2 70 SAE () HR B A S5 A ] FRORE i (A7) ¥ R 0L 26 4% . / According to the client's declarations, see the above table
for the list of samples (parts) of the same material.
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.45 4% 5/ Report No.: WTF24H06141708C

KMl FiFEE/ Test Flow Chart:
#1(Pb). #4(Cd). ZK(Hg). #%(Cr)

W TN TH AR B = LR R ICP-OES/ S
B o Fedh W SN Dt [ 7] S i [ Assal [V L
Hs TV Fom

R N B AT T AR
% ICP-OES/
e Il = ——
ISR IR AR [ s

NS (Cr(VI))

B % = BERARE — B

Hdf b (——  uvvIsHii K mokRREpERe K—dg A pH

Lead(Pb), Cadmium(Cd), Mercury(Hg), Chromium(Cr)

Add digestion solution to Transfer the plating digestive
Plating E{) dissolve the plating and ﬁ) solution into avolumetric flask, @ Analyzed by @ DATA
Sam : remove the substrate Make up with deionized water ICP-OES/AAS
ple Weigh :
Preparation :> Sample
L Other sample :} Acid digestion with microwave/hotplate

Solution lL

DATA Analyzed by \I/:
— ICP-OES/AAS ‘ K= Filtration

Alkali Fusion/Dry Ashing/ .
Acid to dissolve <l: Residue
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.45 4% 5/ Report No.: WTF24H06141708C

Hexavalent Chromium(Cr(VI))

Sample Preparation ={) Weigh Sample :) Digest the sample

Adding

DATA (}: UV-VIS (}: 1,5- diphenylcarbazide C: pH adjustment

for color development

¥ % Kt B/ The photo of the sample

| —

WTF24H06141702C~1711C.1 WTF24H06141702C~1711C.3

7 B/ Statement:
I Rl E S v R YNESS o R o v
This report is considered invalid without approved signature and special seal.
2. BB LBNE, FRACRIREGE B BRIETTRME, BTN LS DT, HCT ARSI H St
The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant
who should be responsible for the authenticity which HCT hasn'’t verified.
3. ARERWEEIR (FLD AU ZWFE 75T .
The result(s)(conclusion) shown in this report refer(s) only to the sample(s) tested.
4. RZHCT BRI, Ao AR
Without written approval of HCT, this report can’t be reproduced except in full.
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.45 4% 5/ Report No.: WTF24H06141708C

5.

H® 4

7 CMA SRR & A RN T2 P RIIE . #0 . W AEs]. iR S B i), NS % .
The result(s) in no CMA logo report shall only be used for client’s scientific research, teaching, internal quality
control, product research and development, etc..and just for internal reference.
7 CNAS Frif s iy “n” ARERAZAMITH B R H1i CNAS AT .
The “n” in CNAS logo report means that the test item(s) was (were) currently not applying for CNAS
accreditation.
AR A FH R 5 AR -
Decision rules used in this report:
(1) F2 RS I L SR 4] B 92HR o HHo 5 1D 4 5 R 5
(2) T SRAGE DU SR B (A2 P FIE L R )3, 4R (CNAS-GLO15 HIE AL AI T & A il FE ) 6.2.1
8] A2 52 (W=0) f¥] — 7640 52 L«
B (R --IAHE AL T A VFIX TR LA
ANE s (FE 48 -- A AL T2 VFIX (8] EA
(1)According to the Decision rules in the regulations/standards listed in the Test Requested,;
(2)If there is no Decision rules specified in the regulations listed in the Test Requested, then according to
CNAS-GLO015 Guidelines on Decision Rules and Statements of Conformity, 6.2.1, Simple Acceptance (w=0) of
The binary Decision rule:
PASS (Accepted) - The measured value is within the tolerance interval.
FAIL (Rejected) - The measured value is outside the tolerance interval.
======#f %5 45/ End of Report ======

< l"“l‘@i//%\w
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