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Sample Name:  Zif§ + )5/ bentonite raw ore
NSRRI B R W
ZFEEAL Inner Mongolia Heyuan Bentonite Technology Co., It
Applicant: Ltd
RrSRAY . S IR

Testing Purpose: Entrust Testing

ISYFERY Verification code: 1IXD
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ZHERAL: NSRRI E L RECA R A

Applicant:  Inner Mongolia Heyuan Bentonite Technology Co., Ltd

Mtk - NS AR T T I EL T AR BEAR VA e

Address: Donggougqiu Village, Mangnong Town, Ningcheng County, Chifeng City, Inner
Mongolia, China

#/5 B /Sample Information:

FEA 2K Sample Name . J%iH 15 bentonite raw ore
CTI /b4 CTI Sample No. : FFS08014003

FEAECE Sample Quantity : 2.5kg

FEAPIRAS Sample Status . [EA solid

Fe I F Y Sample Received Date @ 2026/03/20

FESLR H 3 Sample Tested Date . 2026/03/20 ~ 2026/05/25

BRI E . By, B, 9, B, BRAE 6 I

Test Item(s): Lead, Total Arsenic, Fluorine, Cadmium, Chromium etc. 6 items
RS « WS WL,

Test Result(s):  Please refer to the following page(s)

RIEIE - 2R, AT A BRERY I H 4TS T/ZGXX 0005-2022 2T
Test TPAME ) FEZOK
Conclusion: The following inspected items of Samples which have limited provisions meet

the requirements specified in T/ZGXX 0005-2022 Pet cleaning and health
products-Cat litter.
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il : Reviewed ’t %l
Compiled by: by: Wy 33-‘
i H 1.

Approved by: Date: 2026/05/25

T 8 T AL IS I HEARAT BR 2 )
Centre Testing International ( Qingdao ) Co., Ltd. IIZR& & & L X LKA 603 S5 54 Rk e W
B# 1)2 1075 %

RIS LR S T R X B 39 5 1S5 1)2 001-002 %, 158514 )2, 354545 )2
Room 107-5, 1st Floor, Building B ,Yuanjia Life Science and Technology Industrial Park, No. 603, Jiushui East
Road, Laoshan District, Qingdao,Shandong,China.

Test address: Room 001-002, B1/F., Building 1, 1-4/F., Building 1, 4-5/F., Building 3, No.39, Fengmao Road,
Gaoxin District, Qingdao, Shandong, China.
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Test Result(s):
FFs iz H LA ivalERT PREEEOR 45 K i vk
No. Test Item Unit Test Result Limit requirement | Conclusion Test Method
it (i GB/T 13080-2018
1 : mg/kg 13.50 <50.0 &
Lead Pass 7.2
fif (i GB/T 13079-2022
2 , me/kg 1.35 <10.0 a
Total Arsenic Pass 6
e
3 . mg/kg 19 / / GB/T 13083-2018
Fluorine
. AH
b 5 GB/T 13082-2021
4 ) mg/kg Not detected( < / /
Cadmium 8.3.2
0.05)
. AH
e " GB/T 13088-2006
5 ) mg/kg Not detected( < / /
Chromium 3
0.15)
/N
Fert ot GB/T 13081-2022
6 mg/kg Not detected( < / /
Mercury 4
0.003)
D=
Blank
i 1. *1 FoRiZIH 7 ATE CNAS IAFTEE A
Note(s): 1. *1 indicates the item(s)/ the method(s) is (are) not in CNAS accreditation scope.

T & ARSI B AR A R )
Centre Testing International ( Qingdao ) Co., Ltd. IIZR&EH & L X LKA 603 S5 54 R e W
B#i 1 2 107-5 %
ORI AR T B TR DR B 39 5 1 S 12 001-002 %, 1 514 )2, 3 5452
Room 107-5, 1st Floor, Building B ,Yuanjia Life Science and Technology Industrial Park, No. 603, Jiushui East

Road, Laoshan District, Qingdao,Shandong,China.
Test address: Room 001-002, B1/F., Building 1, 1-4/F., Building 1, 4-5/F., Building 3, No.39, Fengmao Road,

Gaoxin District, Qingdao, Shandong, China.
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7 B Statement :

LR TCHAEANZET . gl e LG iag 5, SRk, DU BN RN w20 A g A
I P = A T

This report is considered invalidated in one or more of the following conditions: no approval signature; no
testing seal of CTI; no cross-page seal; altered; a copy without the red testing seal of CTI.

2. RERNFHME, AEERITEHIAHR

Without written approval of CTl, this report shall not be reproduced partly.

3. M E R I PRt AR RIS RN SZ A i 11 5T

The sample Information is provided by the customer,and the results shown in this test report refer only to
the sample(s) tested.

4. AHHE A RIS R T A Y B AR

Unauthorized use of the test results for improper publicity is impermissible.

5. QERXTRHMZE A S, E TUEERS Z B 5 4 TAEH A s 2 0, aii A 752 88,
Obijection to the test results should be raised within 5 working days from the date of receiving the report ,
otherwise it will not be accepted.

6. TSGR, B8 S E 7 MG https://mycti.cti-cert.com i A R4 45 FHR4S 1 L IIE
5, RpnTEeifgdfe s =0k g Belnl, 5 RMBAE : fdd.checkreport@cti-cert.com,

Scan the QR code on the first page of the report, or input the report number and verification code on this
official website: https://mycti.cti-cert.com, to verify the authenticity of the report. For any question, please
contact by e-mail: fdd.checkreport@cti-cert.com.

7. ARG TR AR AN T B AR BRI E , AR B el NER BT Al
WHESEH

All/part of the test items in this report are not in the scope of qualification confirmation accreditation, and

should be only used for scientific research, teaching, internal quality control and product development of
enterprise.
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*** End of report ***

T & ARSI B AR A R )
Centre Testing International ( Qingdao ) Co., Ltd. IIZR&EH & L X LKA 603 S5 54 R e W
B 1)2107-5 %

IR IR SRR X R 39 5 1 S 1 )2 001-002 %, 1 5514 )2, 35H64-5)2
Room 107-5, 1st Floor, Building B ,Yuanjia Life Science and Technology Industrial Park, No. 603, Jiushui East
Road, Laoshan District, Qingdao,Shandong,China.

Test address: Room 001-002, B1/F., Building 1, 1-4/F., Building 1, 4-5/F., Building 3, No.39, Fengmao Road,
Gaoxin District, Qingdao, Shandong, China.



		2026-05-25T15:44:35+0800




